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Abstract

The tribological performance of a nanocrystalline coating is heavily influenced by its composition, morphology, and microstruc-
tural characteristics. This research work describes the effect of heat treatment temperature on the microstructural, morphological,
and mechanical behavior of nanocrystalline Ni/TiO, coatings produced by electrophoresis. The surface morphology and coating
cross section were characterized by scanning electron microscopy (SEM). The composition of coatings and the percentage of
TiO, nanoparticles incorporated in the Ni matrix were studied and estimated by using an energy-dispersive spectroscopic (EDS)
analysis, while x-ray diffractometry (XRD) was used to investigate the effect of heat treatment temperature on phase structure.
The results showed agglomeration of TiO, nanoparticles on the surface of the coating. The high hardness and wear resistance
recorded for the as-deposited coating was attributed to the uniform distribution of TiO, nanoparticle clusters throughout the cross
section of the coating. Heat treatment of the Ni/TiO, coatings to temperatures above 200 °C led to significant grain growth that
changed the surface morphology of the coating and reduced the strengthening effects of the nanoparticles, thus causing a

reduction in the hardness and wear resistance of the coatings.

Keywords Nanocrystalline - Co-electrodeposition - Heat treatment - Sliding wear

1 Introduction

Nanostructured cermet coatings have been the focus of several
recent studies, because of the possibilities of producing mate-
rials with exceptional physical and chemical properties such
as superior mechanical, chemical, and tribological properties.
The demand for enhanced material performance has led to the
development of several nanocomposite coatings capable of
achieving certain technological goals [1—4]. According to
Wau et al. [5], the improved properties observed in nanocom-
posite coatings are used extensively in automotive, aerospace,
microelectronics, and fuel cell technology [6—12].

There are several techniques capable of producing nano-
structured coatings with the required wear and corrosion resis-
tance. Among the available technology, electrophoretic
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deposition is one of the most economical and flexible tech-
niques for producing wear-resistant coatings [6]. The advantage
of electrophoretic deposition is that the process requires simple
apparatus and short formation time and can be modified easily
for specific applications since the process is not limited by the
shape of the material to be coated. In the electrophoretic depo-
sition, charged particles suspended in the electrolyte are
attracted to the electrode to be coated due to the difference in
polarity between the electrode and the particle [13, 14].

The inclusion of the ceramic particles in the coating and the
uniformity of particle distribution are critical to achieving
wear-resistant coatings [15—19]. Optimization of the coating
parameters can lead to substantial improvements of the coat-
ing’s wear resistance [20, 21]. The inclusion of nanoparticles
in the coating has been shown to significantly improve hard-
ness and other mechanical properties of the coatings [22]. The
major challenge, however, is obtaining a uniform distribution
of the ceramic particles in the coating. The volume of the
particles embedded in the coating is dependent on the concen-
tration of ceramic particles suspended in the solution; there-
fore, as particle concentration in the solution increases, the
volume of particles embedded in the coating also increases.
Other factors such as surfactant concentration and zeta
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potential have also been shown to affect the volume of particle
deposited [23, 24].

The incorporated particles act as barriers to dislocation mo-
tion which strengthens the material as predicted by Orowan’s
dispersion strengthening theory. The strength of the composite
is expected to increase as the size and inter-particle spacing of
the dispersed particles decrease [25]. Additionally, the incor-
poration of nanosized particles may also cause grain size re-
duction leading to further strengthening of the coatings, as
predicted by the Hall-Petch relationship [26].

Although several researchers have attempted to map the
wear behavior of the as-deposited nanocomposite cermet coat-
ings produced by electrophoretic deposition, there is still a gap
in the scientific literature on the impact of heat treatment tem-
peratures on the tribological performance of nanocrystalline
materials produced by electrophoresis. This study bridges the
gap in the literature by evaluating the effect of heat treatment
temperature on the thermal stability, microhardness, and slid-
ing wear performance of Ni/TiO, nanocrystalline coating pro-
duced by electrophoretic deposition. The results of the study
allow for the determination of operational limits for Ni/TiO,
nanocrystalline coatings.

2 Experimental procedure
2.1 Electrodeposition

The nanocrystalline cermet coatings were deposited from
Watt’s nickel bath solution containing anatase TiO, nano-
particles. The bath composition and the volume of oxide
particles (20 g/L) used were obtained from previous re-
search [14]. A 99.5% pure nickel plate was used as the
anode, and an AISI1020 carbon steel of dimension
25.4 mm x20 mm x 10 mm was used as the cathode.
The distance between the anode and cathode was main-
tained at approximately 2 cm during the deposition pro-
cess. The electrodeposition process was carried out in a
250-mL beaker at 50 °C using a current density of 5A/
dm? and magnetic stirring of 250 rpm for 30 min, to
prevent particle agglomeration during deposition. These
parameters were selected to comply with the optimized
values published in previous studies [14, 19].

The anatase TiO, nanopowders having a particle size
of 40 nm were obtained from Good-fellow (Cambridge
UK). Prior to the deposition process, the steel substrates
were prepared using abrasive papers (240, 400, 600, and
1200 grit) and polished to 1 wm using a particle impreg-
nated carrier paste. The samples were subsequently de-
creased with acetone and rinsed with deionized water.
After the coating process, the cathode was extracted from
the cell and rinsed with deionized water.

| 1hé dools GFAr~Cor @

QATAR UNIVERSITY

@ Springer

2.2 Hardness

Microhardness tests were performed on the coating cross sec-
tion using a Leitz microhardness tester to record ten indenta-
tions using a 0.1-kg load applied for 30 s. Subsequently, the
average Vickers hardness number for the coatings was deter-
mined using Eq. 1.

P
HY = 18544 — (1)

where P is the applied load and d is the average of the two
diagonals for the recorded indentation.

2.3 Thermal processing

The Ni/TiO, coatings were heat treated in air, using an induc-
tion furnace equipped with a temperature control system. A k-
type thermocouple was attached to each sample and moni-
tored throughout the heating and cooling process. The heat
treatments were conducted according to the conditions
outlined in Table 1. The annealing temperatures listed in
Table 1 were selected to ensure recrystallization, which has
been shown to occur between 320 and 380 °C [26]. The spec-
imens were held at the treatment temperature for 30 min, be-
fore the power supply was disconnected and the specimens
cooled in air, to room temperature.

2.4 Wear testing

The coatings were subjected to two-body abrasive wear tests,
and to ensure repeatability, three specimens were heat treated
and tested for each test condition. The applied load was varied
between 10, 25, and 40 N.

The wear testing was completed using a pin-on-plate test
equipped with a diamond pin of diameter 3 mm, mounted in a
90° cone. The pin slides reciprocally against the coated spec-
imen and the wear performance measured by monitoring the
changes in the depth of the wear scar as a function of time for
30 min. The tests were conducted under non-lubricating con-
ditions. The changes in the depth of the wear scars were mea-
sured before and after the heat treatment. The test data were
collected using a 16-bit, 100-kHz data acquisition system.

2.5 Microstructural characterization

The morphology of the coating surface and the depth of the
wear scars were examined with a Leitz optical microscope and
an Oxford scanning electron microscopy (SEM). The concen-
tration of TiO, nanoparticles deposited in the coating was
assessed using energy-dispersive x-ray spectroscopy (EDS).
The effect of heat treatment on the crystal structure of the
coating was studied using a Bruker x-ray diffractometer
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Table 1 Heat treatment

parameters studied Parameters Settings
Temperature 200 °C, 400 °C
Heating environment Air
Cooling medium Air
Hold time 30 min
Heating rate 60 °C/min

(XRD) equipped with a Cu-K« radiation. The following set-
tings were used: 40 kV, 40 mA, step size of 0.05° from 26
ranging from 10 to 100°, and measuring time 1 s per step.

3 Results and discussion

This study evaluates the effects of heat treatment temper-
ature on the properties of nanocrystalline Ni/TiO, coat-
ings and permits a clear understanding of the impact of
heat treatment temperature on the strengthening behavior
of nanosized TiO, reinforcements embedded into the coat-
ings. The coatings were characterized for variations in
surface morphology, microstructure, hardness, and wear
resistance, as the temperature is varied from 200 to
400 °C. The properties and performance of the heat-
treated coatings are discussed in this section and com-
pared to the performance of the as-deposited Ni/TiO,
nanocrystalline coatings.

Fig. 1 a The surface morphology
of the as-deposited Ni/TiO, coat-
ing. b Detail view of region 1. ¢
Cross section of Ni/TiO, coating.
d EDX analysis of the coating
cross section

Ni/TiO,

TiO, particles

2

3.1 Surface morphology and microstructure

Analysis of the electrodeposited coating by scanning electron
microscopy revealed the difference in the surface morphology
of heat-treated coatings when compared to the as-deposited
coatings. The coating microstructure and surface morphology
of the as-deposited Ni/TiO, nanocrystalline coating is shown
in Fig. 1a. It is evident that embedding TiO, nanoparticles into
the coating changes the surface morphology when compared
to the smooth surface characteristic of pure nickel coating
discussed in previous studies [14]. Spherical asperities are
visible on the surface of the coatings with several areas con-
taining clusters indicative of particle agglomerations. The
presence of particle clusters changes the morphology of the
surface of the coating and is expected to restrict the growth of
nickel crystals [27]. While particle agglomeration is possible
during electrophoretic deposition, it is likely that the agglom-
eration observed may have occurred in the as-received powder
as discussed in a previous study [28].

The cross section of the Ni/TiO, nanocomposite coating
presented in Fig. 1¢ shows evidence of spherical agglomerates
uniformly distributed throughout the thickness of the coating.
Chemical compositional analysis of the cross section using
EDS (see Fig. 1d) confirms the presence of nanosized TiO,
particles by a Ti peak and the high oxygen content. The TiO,
content in the cross section of the coating was found to be
approximately 16.4 wt%.

The effect of heat treatment temperature on the surface
morphology of the Ni/TiO; is shown in Figs. 2 and 3. From
these figures, it was observed that the agglomerations

 _TiO, particle

Substrate
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Fig. 2 a SEM micrograph of the
Ni/TiO, coating heat treated to
200 °C. b Detail view of the
highlighted region

became less pronounce for higher heat treatment tempera-
ture. The surface morphology of the Ni/TiO, coating heat
treated to 200 °C is shown in Fig. 2. From the figure, it can
be seen that the surface contained particle clusters in the
grain boundaries. Additionally, the surface also contained
evidence of grain growth, which will be discussed later.
When the annealing temperature was further increased to
400 °C, the morphology of the surface changed significant-
ly, with the agglomerations becoming less pronounced,
when compared to the surface of the as-deposited coatings
(see Fig. 3). The increase of the annealing temperature
resulted in grain coarsening, which causes segregation of
the nanoparticles to the grain boundary regions [29].

3.2 XRD analysis of the crystal structure

X-ray diffraction analyses of the Ni/TiO, coatings were con-
ducted to identify any phase changes or modification of the
diffraction peaks due to heat treatment of the coatings. The
XRD spectrums of the coatings produced before and after heat
treatment are presented in Fig. 4 and revealed that the peak
occurring at 44.3° appeared to decrease in intensity while
becoming sharper. The peak found at 78° (220) also appears
to increase in intensity. Similar increases were observed in
peaks occurring at 92.4° and 97.4°. A peak for nano-TiO,
powders was observed at 25° which decreased in intensity as
the annealing temperature increased to 400 °C. The change in

Fig. 3 a SEM micrograph of the
NV/TiO; coating heat treated to
400 °C. b Detail view of the
highlighted region

the behavior of the coatings, as recorded by the XRD analysis,
can be attributed to several factors. The broadness of the XRD
peaks recorded for the as-deposited coatings confirms the
presence of nanosized TiO, particles within the coating. The
broadness of the XRD peak suggests kinematical scattering,
which occurs when crystallites within that material lattice be-
come smaller and are available in sufficiently large enough
quantities that the chemical variation across the lattice mod-
ifies the XRD spectrum [30]. The presence of nanosized TiO,
particles in the lattices may also induce micro-residual stresses
in the as-deposited coatings, which contributes to the hardness
of the coating. The modifications of the spectra observed for
the heat-treated coatings are caused by intrinsic microstructur-
al changes occurring in the coatings due to grain growth leads
to a reduction of the residual stresses within the lattice [27].

3.3 Hardness

The microhardness profile for the Ni/TiO, nanocomposite
coating is presented in Fig. 5 and shows the relationship be-
tween annealing temperature and microhardness of the Ni/
TiO, coating. The as-deposited Ni/TiO, coating recorded a
microhardness of 663 VHN. However, as the samples are heat
treated, the hardness decreased to 600 VHN at 200 °C and 533
VHN at 400 °C respectively. The hardness of the as-deposited
Ni/TiO, is noticeably higher than the heat-treated coatings.
The hardness data corroborates the findings from the
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microstructural and XRD analyses. The reduction in hardness
of the coatings was attributed to grain coarsening as the an-
nealing temperature increased. As the grain size increases, the
TiO, nanoparticles are segregated to the grain boundaries be-
came less effective in impeding dislocation motion, and as a
result, the hardness of the coatings decreased. In a previous
study conducted by Niu et al. [31], the authors evaluated the
growth and stability of nanocrystalline Ni/TiO, composites as
a function of the coating composition and annealing tempera-
ture. The results of the study confirmed that grain coarsening
in nanocomposite coating due to the annealing temperature
leads to a steady reduction in the microhardness of the coating.

3.4 Sliding wear performance of the coatings

Assessment of the effects of heat treatment on the tribological
behavior of the Ni/TiO, coating was conducted using a recip-
rocating pin-on-plate wear test. Figure 6 shows the wear profile
of the Ni/TiO, coatings a function of time and load. From the
figure, it was observed that the wear of the Ni/TiO, coating
occurred in two stages: firstly, accelerated wear due to the sur-
face morphology of the as-deposited coating, followed by a
secondary stage which appears to start after 400 s and can be
described as steady-state wear. The changes to the wear rate can
be attributed to two factors: firstly, modifications of the height
of surface asperities by the reciprocating pin. As the amplitude
of surface asperities decreases, the surface roughness also

800
700 1
600 - : }
500 - ¢
400
300 -
200 -
100 -
0 T T T 1
0 100 200 300 400

Annealing Temperature °C

Hardness (VHN)

Fig. 5 Average microhardness measurements for the Ni/TiO, coatings

2-0 (Degree)

decreased which is expected to reduce the wear rate.
Secondly, the application of a compressive load during testing
is believed to cause a work hardening effect on the coating. As
the coating hardness increased, the wear resistance will also
increase [32].

Figure 6a shows the wear profile for the coatings tested as a
function of annealing temperature using a 10-N load. The figure
shows marginal differences in the wear profile of the as-
deposited coatings and the coatings annealed to 200 °C.
When the coatings were annealed to 400 °C, the depth of the
wear track increased significantly. Similar behaviors were ob-
served for coatings tested at 25 N and 40 N as shown in Fig. 6b,
¢ respectively. It is evident that the TiO, nanoparticles can ef-
fectively control the wear rate of the Ni/TiO, coating up to
200 °C. The introduction of hard TiO, nanoparticles into the
Ni matrix reduces the ductility of the Ni matrix and increases
the hardness without causing brittleness. This is possible be-
cause nanoparticles restrict dislocation motion in the lattice [32]

The deep wear scars observed in the coatings were attrib-
uted to the accelerated removal of particle clusters from the
surface of the coating during the first stage of wear. Beyond
400 s, the samples appear to enter steady-state wear as the
gradient of the curves decreases with time. Similar behavior
was observed for all loading conditions tested.

A comparative view of the effect of the annealing temper-
ature on the wear scar depth is summarized in Fig. 7a and
shows that as the annealing temperature increased, the depth
of the wear scar increased from 11 pum for the as-deposited
coating to 82 wm for coatings annealed to 400 °C, when a load
of 10 N was used. Similar behaviors were observed for coat-
ings tested with loads of 25 N and 40 N respectively. When the
effect of the load was studied, it was found that as the load
increased, the depth of the wear scar also increased as shown
in Fig. 7b. The reduction in the wear resistance of the coating
can be credited to the modification of the coating grain sizes
and nanoparticle behavior as the heat treatment temperature
was increased. The increase of the grain size also causes an
increase in the ductility of the material since dislocation mo-
tion becomes easier. The net effect of these changes on the
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Fig. 6 Wear profile of the Ni/TiO, coatings as a function of time and
tested at a 10 N, b 25 N, and ¢ 40 N respectively

mechanical performance of the coating is that the yield
strength of the coating decreases which is reflected as a reduc-
tion of the hardness and wear resistance of the NiTiO, coating
as was found in this study.

3.4.1 Effect of load on the wear rate

Analysis of the results shown in Fig. 8 indicated that the wear
rates of the as-deposited coating increased from 0.009 to
0.08 wm/s when the load was increased from 10 to 40 N.
When annealing temperatures of 200 °C were used, a similar
behavior was observed with the wear rate increasing from 0.01
to 0.08 umy/s. For coatings heat treated to 400 °C, the wear rates
increased from 0.04 to 0.12 pum/s; when the load was increased
to 40 N, the wear rate increased significantly to 0.12 pmy/s.

The results suggest that the mechanical performance of
nanocrystalline coatings decreased significantly when the an-
nealing temperature increased beyond 200 °C. At tempera-
tures below 200 °C, the wear rate is less responsive to change
in temperature due to the presence of the nanosized TiO,
particles in the lattice. These particles exert a pinning force
which is expected to retard grain growth during heat treatment
[26]. Niu et al. [31] suggested that the wear rate of Ni/TiO,
coating is less responsive to changes in temperature up to
200 °C, for coating containing in excess of 15 wt% TiO,
nanoparticles.

3.4.2 Effect of heat treatment temperature on the wear rate

Figure 9 shows the effect of heat treatment temperature on the
wear rate of the coatings evaluated as a function of load. When
the as-deposited coating was tested, the results showed that the
wear rate of the coating increased with increasing load, from
0.001 pum/s at 10 N to 0.08 um/s at 40 N. When the coatings
were heat treated to 200 °C, the wear rate of the coating sim-
ilarly increased with increasing load from 0.001 pm/s at 10 N
to 0.075 um/s at 40 N. However, when wear rates of the
coatings heat treated to 200 °C are compared to the wear rates
of the as-deposited coatings, it was found that the heat-treated
coatings recorded lower wear rates for all three loads tested.
During the heat treatment, the residual micro-stress within the
coatings is relieved which are expected to cause an increase of
the coating’s ductility. It is assumed that under the effect of the
test load, the coating is work hardened, which marginally
increases the wear resistance of the coating and decreases
the wear rate.

Further increase of the annealing temperature to 400 °C
resulted in a significant increase of the wear rate with
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Fig. 8 The effect of normal load on the wear rate of the Ni/TiO, coatings

As-deposited

increasing load from 0.04 pm/s at 10 N to 0.12 pm/s at 40 N.
These changes in the wear rate were attributed to a reduction
of the yield strength of the coating due to microstructural
changes occurring at higher heat treatment temperature.

3.4.3 Analysis of wear track

Figure 10a—c presents the SEM micrograph of the wear scars
for the as-deposited coatings tested at 10, 25, and 40 N respec-
tively. Analysis of the image revealed that as the load in-
creased, the width of the wear scar also increased with large
sheet-like debris present at the edges of the wear scar for
coating tested at 25 and 40 N. Additionally, the amount of
wear debris on the side of the wear track appears to increase.
The microcracks observed suggest that the coating is brittle in
the as-deposited condition. Figure 10d—f shows that wear
scars for the Ni/TiO, coatings were heat treated to 200 °C
and tested as a function of load. Large sheet-like debris was
observed at the edges of the wear scar and appear to increase
in volume as the load was increased from 10 to 40 N.
Additionally, more delaminated regions were observed in the
annealed coatings, which suggest that as the heat treatment
temperature increased, the ductility of the coatings also in-
creased. The wear mechanisms appear to be a mixture of abra-
sive and adhesive wear.

Figure 10g—i shows the wear scars for the Ni/TiO, coatings
were heat treated to 400 °C. Analysis of the images showed
that the coatings appeared to have suffered severe plastic de-
formation due to the presence of large sheet-like debris and
several delaminated regions within the wear scar for coatings

m As-deposited

_. 014 -
E 0.12 A y&‘iZOOC
=2 0.1 - %%400(:
2 008 %
£ 0.06 %
3 0.04 é
= o.os é

10N 25N 40N

Fig. 9 The effect of processing temperature on the wear rates of the
coatings

tested at 25 and 40 N as shown in Fig. 10h. The wear mech-
anisms were attributed to a combination of abrasive and ad-
hesive wear. At lower test loads, the wear mechanism ap-
peared to be two-body abrasive wear based on the presence
of parallel grooves indicative of abrasive wear

3.4.4 Effect of grain growth on coating performance

Grain growth is a thermally activated process; therefore as the
annealing temperature increased, the expectation is that the
grain size will also increase. The average grain size was de-
termined by calculating the ASTM grain size number. The
grain growth occurring in the coating can be calculated using
the Grain Growth Law as shown in Eq. 2.

D*-D? = Kt ¥ (2)

where D is the average grain size, D, is the size of the grain
prior to heat treatment, ¢ is time, R is gas constant and 7'is the
absolute temperature, K, is the rate constant, and Q is the
activation energy.

The addition of nanosized TiO, particle to the coating
should act to restrict grain growth, as predicted by Zener pin-
ning. Using the Zener-Smith equation, the drag effect of the
particles can be determined using a force balance at the parti-
cle surface [33] to determine if the particles are capable of
pinning the boundaries. The primary assumption in applying
this equation is that the boundary intersects randomly with the
particles. Therefore, the pinning pressure applied by the par-
ticle can be calculated using Eq. 3.

3y
P drag = 5 (3)
The pressure applied to the particle due to grain growth can

be estimated using Eq. 4.
2
Pgrain growth = ﬁ’y (4)

By equating the driving force of grain growth to the particle
drag force, the point at which grain growth stagnates can be
calculated using Eq. 5.

P drag — P grain growth

3 _ 2y
Jr_z7 5
2r H (5)

Equation 5 is more popularly referred to as the Zener-Smith
equation in the form shown in Eq. 6.

4r
where H is the maximum diameter of the grain size that can be
stopped by a particle of radius r, fis the particle volume
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Fig. 10 SEM micrograph of the
wear tracks for the
nanocrystalline Ni/TiO, coatings.
As-deposited tested: a 10 N, b
25N, and ¢ 40 N. Annealed to
200°C: d 10N, e 25N, and f
40 N. Annealed to 400 °C: g
10N, h 25N, andi40 N

fraction in the material, and -y is the grain boundary energy.
From the data collected in the study, the diameter of the par-
ticle used in the study was 40 nm and the measured volume
fraction of particles deposited in the coating was 0.164. Using
this information, the maximum grain size at the stagnation
point was calculated to be 162.6 nm.

When the calculated grain size was compared to the mea-
sured grain size, it was found that for coatings annealed to
200 °C, the grain size in the coating was measured to be ap-
proximately 435.5 um while for coatings annealed to 400 °C, it
recorded a grain size of approximately 873.8 um. The results
calculated using the Zener-Smith equation confirm that grain
growth is responsible for the reduction of the coating hardness
and subsequent increase of the wear rate as the annealing tem-
perature was increased. Grain growth leads to the nanoparticles
segregating to the grain boundary regions of the coating, which
reduces the ability of the particles to impede dislocation motion.

4 Conclusions

This study evaluated the effects of heat treatment on the tri-
bological behavior and thermal of Ni/TiO, nanocrystalline
coatings produced by electrophoretic deposition and permits
a clear understanding of the impact of heat treatment
@ Springer @""l" e oA
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temperature on the strengthening behavior of nanosized rein-
forcements on coating properties.

XRD analysis indicated that the inclusion of nanosized
TiO, particles into the Ni matrix had a significant effect
on the microstructure and mechanical performance of the
coating. When the heat treatment temperature increased,
the sharpness of the XRD peaks also increased, which
suggests the removal of residual stresses from the coating
and an increase of grain size. The microstructural changes
were subsequently confirmed by microhardness measure-
ments which showed that coating hardness decreased with
increasing annealing temperature. Further analysis of the
mechanical performance of the coatings using pin-on-
plate wear testing shows that the wear rate of the coating
increased with both load and heat treatment temperature.

Numerical analysis of the grain growth and grain
boundary pinning using the Zener-Smith equation showed
that the changes observed in the mechanical behavior of
the coatings can be attributed to thermally activated grain
growth which caused segregation of the TiO, nanoparti-
cles to the grain boundary regions. The clustering of the
TiO, nanoparticles into the grain boundaries reduced the
effectiveness of the particles to impede dislocation mo-
tion, which caused a reduction of both the hardness and
the wear resistance of the coating.
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